& Shriram Alkali & Chemicals : Jhagadia

DCM SHRIRAM

QUALITY ASSURANCE DEPARTMENT

TEST REPORT FOR CAUSTIC SODA FLAKES

IS 252

(USD)

20011919

GRADE : Membrane Date Of Dispatch : 14.08.23
Tank/Batch No MFH/MFZ2/LFH Quantity (KG) - 12030.00
Vehicle No. GJ01CV1467 Report No 1 266/23
Party Name YOGI INDUSTRIES
Unit Specification Test Value
Sr Test (1IS-252:2013)
1 Sodium Hydroxide (ON DRY BASIS) (as % w/w Min. 99.50 99.76
NaOH)
| 2 | Sodium Carbonate (as Na2CO3) % w /W Max. 0.40 0.210
3 Chloride (as Cl) % wilw Max. 0.030 0.0085
4 Iron (asFe) ppm Max. 20.0 3.81
Remarks : \(ﬁ\f&ﬁﬁing
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